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AZIENDA CON SISTEMA
Dr GESTToNE ouAL[À

= ISO 9OOl =

COMPANYWTH
QUALITYSYSTEM

CERTIFIED BY DNV GL

= ISO 90Ot =

,GAN#AruruW

TECH NICAL SPECIFICATION ARTICLE 0955

ARTICLE DESCRIPTION

THREADS
sP o4lozlto

(uNr EN to49-2)

Warp 15+1yams/dm(leno)

Weft 8+lyarns/dm

MESH WIDTH
sP o4/o2/Lt

between yarn
approx. 13,3 x 12,5 mm

WEIGHT
sP o4/o2ll2
(rso 3374)

Raw mesh )3O glmz * 5o/o

MAIN FEATURES

COMPOSITION Fiberglass tOO o/o

RESTSTANCE TO TENSILE
STRENGTH

sP o4/o2/L3
(rso 4606)

Warp

Breaking strength Elongatlon

Average value 3100 N/5 cm 4,O o/o * L

Weft Average value 13000 N/5 cm 3,O o/o * L

NOTES

Specifìcatlons (SP) are the lntemal veEion of the national norms reported in brackets. The SP's differ from the norms For
àfèwhè..<c..vm^difi.àflÀh^f thÀhr.ad"racwhl.hA^h^il^flr'aÀ.athafac| ra.,'lf. À-^hw 

^f 
rhÀ<o'È1. àr,àrl.hla^h

request.

\bove data are based on our experience. They are llable to amendments and should be verlfled by the customer in cas€
)f special uses. In order to verify that the technlcal data sheet ln the hands of the customer ls updated, lts date should
)e reported on the order.
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