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AZIENDA CON SISTEMA
DI GESTIONE OUALITÀ

= ISO 9001=

COMPANYWTH
OUALITY SYSTEM

CERTIFIED BY DNV

= ISO 9001=
OGGErIODELLACERTIFICMI0NE: 0BlECl 0F CERTIFICAII0N:
Sviluppo, prcduzi0ne e commercializzazione htflhpnilt, n.lufacture and tade ol tr,chnhal' ditessutitecniciinfibradlvetroeinaltrelibrg lahths nade ol fiberulass and ol other libers

TECH NICAL SPECIFICATION ARTTCLE 1O8O

ARTICLE DESCRIPTION

THREADS
sP o4/o2/LO

(uNI EN 1049-2)

Warp 15*lyarns/dm(leno)

Weft 6,25+Lyarns/dm

MESH WIDTH
sP o4/o2/tl

Measured between yam
approx. 13,3 x 16 mm

Raw mesh 98O glmz *.5 o/o

MAIN FEATURES

COMPOSITION Fiberglass lO0 o/o

RESISTANCE TO TENSILE
STRENGTH

sP o4/o2/L3
(rso 4606)

Warp

Breaklng strength Elongation

Average value 6200 N/5 cm 4,O o/o * I

weft Average value 9000 N/5 cm 3,O o/o * L

NOTES

sp-eciflGtlons (SP) are the lntemal veEion of the natlonal norms repoÉed ln brackets, The sp,s differ from the norms fotì few necessary modiflcatlon of the prccedures whtch do not tnnuenée ttrJted'ÈiirlÉ: A;;pi of iÈ ép;Jij Lvaltaute o,!quest,

-q!9Y-e-d-1ta 
are based,on-our experlence. They are_liable to amendments and should be vertfìed by the customer h case)t speclal uses. In order to verlfy that the technlcal data sheet In the hands of the customer ts uÉOatèd, rc aate stroutà)e reported on the order.
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